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DIVISTON OF

OIL, GAS & MINING
November 8, 1993

Daron HuWock, Petmit SuPen'isor
Division of Oil, Gas & Mining
3 Triod Center, Suite 350
355 West North TemPle
Salt Lake Ciry, Utah 84180-1203

Re: Scofietd Waste Rock DisPosal
Cenffied RePort of Activities

Dear Mr. Haddock,

Attached is our certified report of activities at the scofietd waste Rock Disposal site for the

third quarter of 1993.

Aaached is the laboratory result of the sample talcen during the second quarter'

IQ;dk
Attachment

Utah Fuel Gompany
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Sincerely,
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Coastal
The Energy People

November 8, 1993

I, Carl W. Winters, do hereby certtfy that during the third quarter of 1993, approximately
460 cubic yards of gob material was hauled to the Scofield Waste Rock Disposal site. AU
material w6 spread and compacted into lifis not acceeding n+to feet in depth. Inspections of
the site did not reveal any appearances of instability, structural weakness, or other hazardous
conditions.

Carl W. Winters

Re gis tered Profes sional Engineer

Utah Registration No. 5118



COMMERCIAL TESTING & ENGINEERING CO,
GENERAL OFFICES: 1919 SOUTH HIGHLAND AVE., SU|TE210-8, LOMBARD, ILLINOIS 60148. TEL: 708-953-9300 FAX:708-953-9306

Member of the SGS Group (Socieite Gehe'rale de Surveillance)

August 27 ,  1"993

UTAH FUEL CO}IPANY
P.O .  Box  719
Helper,  Utah 84526

PLEASE ADDRESS ALL CORRESPONDENCE TO:
P.O. BOX 1020, HUNTINGTON, UT 84528

TEL: (801) 653-2311
FAX: (801) 653-2436

Sample identif leation by
UTAH FUEL COMPANY

Kind of sample
reported to us

Sample taken at

Sample talcen by

Date sanpled

Date reeeived

Coal

Utah Fuel

Utah Fuel

June 23,

June 24,

1_993

1"993

Analysis report

SOIL ANATYSIS

Satura t ion t  36.1

PARTICTE SIZE AilAI,Y$IS

pH
Conduct i vi ty

% Sand
I  S i l r
% Clay

B .  L  un i t s
3 .08mmhos/cm

66 .9
20  . 4
12 .7

TEXTURE: $andy Loam
SOI,UBLE CATTOilS

Calcium 21..0 meq/1
Magnes ium 11  .3  meq / l
Sodium 4 .44  meq / l

$odium Adsorption Ratio 1 . L0
Exehangeable Sodium Percentage 0.39

ACID BASE POTEITIAL
llaximum Aeid Potential
It leutral ization Potenti al
Acid-Base Potential

10.0  tons CaCO3/  L000 tons
123 .0  tons  CaCO3/  1000  tons
L13 .0  tons  CaC03 /  1000  tons

S"o4,,ll wahE*<
So i l  Samp le

REVISED REPORT:
(CORRECTED SELENIUM)

rro.  59-16t266

Roek Fragments 55.4 &
Total  Ni trogen 0.38 k
Ni t ra te-n i t rogen L .52 mg/kg
Organie Carbon 28 .4 k

Total Available $elenium
( .02  mg /kg

Tota1 Available Boron
1 .52m9/kg

Available lfater Capaeity
13 .7  (1 /3 )
e.7  (1s)

Respectf ully su bmitted
coMMERCrnl rEsrrrue & ENGI
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TERMS AND CONDITIONS ON REVERSE


